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ELECTROMAGNETIC SPECTRUM EMERALD

Increasing energy
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elemental composition molecular vibration H,O CO,

Chromophores
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Lattice vibrations

X-rays ultraviolet & visible light infrared
LASER ABLATION ELEMENTAL COMPOSITION SPECTRUM EMERALD
Ni Al CSi Fe Be Mg Si VAlBe Al Cr Ca Na
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Wavelenght nanometer

PHOTOLUMINESENCE SPECTRUM EMERALD

lattice vibration




